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Test Report

Name and sample kind: polystyrene Data sheet

GPPS 1309
COMPONY:ARTAN PETRO KEYHAN

Sampling date: 15/01/2019

&P 02

Expert: P01 & ChO' & " 01

TYPICAL
Row PROPERTY UNIT TEST METHOD AT
| | MELT FLOW INDEX(200°C- g/10min | ASTM D-1238 10-12
5KG)
, | STYRENE RESIDUAL PPM | CLG LABPSG004 <500
MONOMER (ATOFINA TEST METHOD)
3 | VICAT SOFTENING °C | ASTM D-1525 91
POINT(50°C/hr 1kg)
4 ROCKWELL HARDNESS - ASTM D-1525 L SCALE/ 70
s | TENSILE STRENGTH AT MPA | ASTM D-638 42
BREAK
6 | ELONGATION AT BREAK % | ASTM D-638 2
7 | TENSILE MODULUS MPA | ASTM D-638 3100
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