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ISO 1133
ISO 1183

ASTM D790
ISO 527
ISO 527

ASTM D256
ISO 2039

ISO 306
ASTM D648
ISO 4577

g/10 min
g/cm3

MPa
MPa
%
J/m

R-scale

°C
°C

hours

37
0.9

1600
34
10
23

100

152
102
150
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